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Registration certificate of flammability Tests
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NAN YA PLASTICS CORPORATION R

NAN YA PLASTICS CORPORATION
201, Tung Hwa North Road Taipei, TAIWAN

—BHREA BRRLFEERS
ol S

BEERE KE ¥ o
Sieeo Suehiro
President
Japan Electrical Safety & Enviroment Technology Laboratories
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The material applied on March 21, 2013 {application No. M12T0109) is hereby approved registration as
below after the review based on JET's Guidelines on Registration of Certified Components.
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1. & & & 5 (Registration No.) V—-0219
2. B8 % A B Registration date)  FAR255 48188 (Aoril 18 2013)
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Material) EP/glass closs & non-woven laminate
4. B oOmE CEM—3-01 PY
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Material

designation)
5. & {Color) BAE (NATURAL)
6. B/NEZ Minimum thickness) 0.8 mm
7. PARSIEBROER Kind of test) EEMAREKER Vertical flammability)
8. MBEMHOXS (Flammability class) V-0
9., HMEREZ%E BERARBAEZEEROES L TEE R RIE]

Test standard "Vertical Burning Test Method” established by “Advisory Committee
for Electrical Appliance and Materials”



